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TEST REPORT ZINGA 
TESTIMONIAL 10000 HOURS SALT SPRAY TEST 

TRANSLATION 
 
Entrusted to : Sincere Bidder Ltd Contact person : Peter Lin            Tel. : (02)2362-8189 
Address : 9F-2, Roosevelt Road 253, Section 3, Taibei, Taiwan            Fax : (02)2362-2374 
 
Name of the test : 10000 hours salt spray test       Date of receipt : 27/02/01 
Name of the tested sample : organic zinc powder coating (ZINGA) 
Group B-211 
 
 
(1) The steel panel treated by hot-dip and overcoated with 60 µm of the organic 

zinc powder coating ZINGA, passed the 10000 hours salt spray test 
(conducted according to the norm ASTM B 117-94) with 0.01% of red rust 
on the surface. 
 

(2) The steel panel treated by hot-dip and overcoated with 120 µm of the 
organic zinc powder coating ZINGA, passed the 10000 hours salt spray test 
(conducted according to the norm ASTM B 117-94) without any visible 
formation of red rust. 
 

(3) The bare steel panel coated with 120 µm of the organic zinc powder coating 
ZINGA, passed the 10000 hours salt spray test (conducted according to the 
norm ASTM B 117-94) with 1% of red rust on the surface. 
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